
 * This paper data is the result of measurement and test of our company and does not guarantee the performance  

● Unique plating method without delayed fracture
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HydroFree is an industrial high strength carburized 
electrogalvanized chain

The amount of hydrogen is the same without plating

HydroFree suddenly breaks down Shut 
out causing hydrogen!

Presented by FEC chain corporation 

HydroFree

* Patented
(Japanese Patent No.7140624)

Proof of high corrosion resistance
HydroFree by continuous processing 

High quality and stable finish

● Stable corrosion resistance by continuous treatment

● High wear resistance due to high surface hardness
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Other products

High hardness that surpasses other companies High wear resistance

Hydro
Free

Salt spray test   *JIS Z 2371

In 24 hours

Other products 96 hours⇒ Fatigue test⇒ Fracture

Wire inside⇒

temperature

(℃)
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In 72 hours In 504 hours 

HydroFree・Hydrogen content measurement graph of non-plated 
and normal plated products

HydroFree has 504 hours of goods 

The fatigue test is also clear!
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HydroFree is not delayed and destroyed!

Hydrogen storage by plating
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"HydroFree" is a registerd trade mark of FEC CHAIN CORPORATION
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